NG

NVLAP LAB CODE 200613-0

330 6th Ave. North, Suite 200 Seattle, WA 98109
OFFICE: (206) 281-8858 FAX:(206) 281-8922

Bulk Asbestos Fiber Analysis

Ariel Development Inc. PAI Batch Number: 05-2039
3100 Airport Way S Client Job Number: A326-0001
Seattle, WA 98134- Number of Samples: 9

Project Location: 3100 Airport Way S Turn Around Time: 24 hour

Batch Number: 05-2039 Ariel Development Inc.
Lab Sample Number: 05011121 A326-0001

3100 Airport Way S
Client Sample Number: 1-01

L-1 Tan thick brittle paint
Asbestos Fibrous Components: Non-Asbestos Fibrous Components: Non-Fibrous Components:
No Asbestos Detected 100% Paint
Comments:
L-2 Pale orange fine brittle paint
Asbestos Fibrous Components: Non-Asbestos Fibrous Components: Non-Fibrous Components:
No Asbestos Detected 98% Paint
2% Mineral Fragments
Comments:
Batch Number: 05-2039 Ariel Development Inc.
Lab Sample Number: ~ 05011122 A326-0001
) 3100 Airport Way S
Client Sample Number: 1-02
L-1 Pale beige thick brittle paint
Asbestos Fibrous Components: Non-Asbestos Fibrous Components: Non-Fibrous Components:
No Asbestos Detected 100%  Paint
Comments:
Sampled By:  Eric Hartman Z /
Received By:  Deitrie Hanson 8/17/2005 [dl Drce.
Reviewed By: George McCaslin 8/18/2005 Analyzed By: Deitrie Hanson 8/18/2005
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RCLLC 0002144
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NVLAP LAB CODE 200613-0

330 6th Ave.
OFFICE: (206) 281-8858 FAX: (206) 281-8922

North, Suite 200 Seattle, WA 98109

Bulk Asbestos Fiber Analysis

L-2 Silvery shiny paint

Asbestos Fibrous Components:
No Asbestos Detected

Comments:

L-3

Asbestos Fibrous Components:
No Asbestos Detected

Comments:
L-4

Asbestos Fibrous Components:
No Asbestos Detected

Comments:

Non-Asbestos Fibrous Components:

Black asphaltic material

Non-Asbestos Fibrous Components:

Red brittle brittle material

Non-Asbestos Fibrous Components:

Non-Fibrous Components:
100%  Paint

Non-Fibrous Components:

92% Asphalt Filler and Binder
5% Mineral Fragments
3% Filler and Binder

Non-Fibrous Components:

92% Paint
5% Mineral Fragments
3% Filler and Binder

Batch Number: 05-2039
Lab Sample Number: 05011123
Client Sample Number: 1-03

Ariel Development Inc.
A326-0001
3100 Airport Way 8

L-1

Asbestos Fibrous Components:

Dull yellowish beige paint

Non-Asbestos Fibrous Components:

Non-Fibrous Components:

No Asbestos Detected 100% Paint
Comments:
Sampled By:  Eric Hartman

Received By:  Deitrie Hanson
Reviewed By: George McCaslin

8/17/2005

8/18/2005 Analyzed By:

Dt

8/18/2005
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Deitrie Hanson
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NVLAP LAB CODE 200613-0

330 6th Ave. North, Suite 200 Seattle, WA 98109
OFFICE: (206) 281-8858 FAX: (206) 281-8922

Bulk Asbestos Fiber Analysis

L-2

Asbestos Fibrous Components:
No Asbestos Detected

Comments:

L-3

Asbestos Fibrous Components:
No Asbestos Detected

Comments:

Pink paint on white paint

Non-Fibrous Components:
100%  Paint

Non-Asbestos Fibrous Components:

Dark red paint

Non-Asbestos Fibrous Components: Non-Fibrous Components:

100%  Paint

Batch Number:
Lab Sample Number:
Client Sample Number:

05-2039 Ariel Development Inc.
05011124 A326-0001

3100 Airport Way S
1-04

L-1

Asbestos Fibrous Components:
No Asbestos Detected

Comments:

L-2

Asbestos Fibrous Components:
No Asbestos Detected

Comments:

Pale pinkish beige thick brittle paint

Non-Asbestos Fibrous Components: Non-Fibrous Components:
90% Paint

10% Filler and Binder

Silver shiny paint

Non-Asbestos Fibrous Components: Non-Fibrous Components:

100%  Paint

Batch Number:
Lab Sample Number:
Client Sample Number:

05-2039 Ariel Development Inc.
05011125 A326-0001

3100 Airport Way S
1-05

Sampled By:
Received By:
Reviewed By:

Eric Hartman
Deitrie Hanson
George McCaslin

[ﬂJ/M @/amm/

Analyzed By:

8/17/2005
8/18/2005 8/18/2005
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Deitrie Hanson

RCLLC 0002147



Nviag

NVLAP LAB CODE 200613-0

330 6th Ave. North, Suite 200 Seattle, WA 98109
OFFICE: (206) 281-8858 FAX: (206) 281-8922

Bulk Asbestos Fiber Analysis

L-1 Pale beige thick paint
Asbestos Fibrous Components: Non-Asbestos Fibrous Components: Non-Fibrous Components:
No Asbestos Detected 100%  Paint
Comments:
L-2 Silvery shiny thick flaky paint
Asbestos Fibrous Components: Non-Asbestos Fibrous Components: Non-Fibrous Components:
No Asbestos Detected 98% Paint
2% Mineral Fragments
Comments:
L-3 Dark red maroon paint
Asbestos Fibrous Components: Non-Asbestos Fibrous Components: Non-Fibrous Components:
No Asbestos Detected 97% Paint
3% Filler and Binder
Comments:
Batch Number: 05-2039 Ariel Development Inc.
Lab Sample Number: 05011126 A326-0001

3100 Airport Way S
Client Sample Number: 1-06

L-1 Pale beige paint

Asbestos Fibrous Components: Non-Asbestos Fibrous Components: Non-Fibrous Components:
No Asbestos Detected 100%  Paint

Comments:

Sampled By:  Eric Hartman

: o £ Z;'é;‘ ‘. @Wom/

Received By:  Deitrie Hanson 8/17/2005

Reviewed By:  George McCaslin 8/18/2005 Analyzed By: Deitrie Hanson 8/18/2005
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NVLAP LAB CODE 200613-0

330 6th Ave. North, Suite 200 Seattle, WA 98109
OFFICE: (206) 281-8858 FAX: (206) 281-8922

Bulk Asbestos Fiber Analysis

L-2 Pale beige paint
Asbestos Fibrous Components: Non-Asbestos Fibrous Components: Non-Fibrous Components:
No Asbestos Detected 100%  Paint
Comments:
L-3 White and gray hard granular powdery material
Asbestos Fibrous Components: Non-Asbestos Fibrous Components: Non-Fibrous Components:
No Asbestos Detected 75% Sand
20% Mineral Filler and Binder
5% Mineral Fragments
Comments:
Batch Number: 05-2039 Ariel Development Inc.
Lab Sample Number: 05011127 A326-0001
3100 Airport Way S
Client Sample Number: 1-07
L-1 Pale beige paint
Asbestos Fibrous Components: Non-Asbestos Fibrous Components: Non-Fibrous Components:
No Asbestos Detected 100%  Paint
Comments:
L-2 Silver shiny paint
Asbestos Fibrous Components: Non-Asbestos Fibrous Components: Non-Fibrous Components:
No Asbestos Detected 100%  Paint
Comments:

Sampled By:  Eric Hartman _M—_—

Received By:  Deitrie Hanson 8/17/2005 RO

Reviewed By: George McCaslin 8/18/2005 Analyzed By: Deitrie Hanson 8/18/2005
Page S of 7

RCLLC 0002149
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NVLAP LAB CODE 200613-0

330 6th Ave. North, Suite 200 Seattle, WA 98109
OFFICE: (206) 281-8858 FAX: (206) 281-8922

Bulk Asbestos Fiber Analysis

Batch Number: 05-2039 Ariel Development Inc.
Lab Sample Number: 05011128 A326-0001

3100 Airport Way S
Client Sample Number: 1-08

L-1 Pale pinkish beige thick brittle paint
Asbestos Fibrous Components: Non-Asbestos Fibrous Components: Non-Fibrous Components:
No Asbestos Detected 100%  Paint
Comments:
L-2 Silver shiny brittle paint
Asbestos Fibrous Components: Non-Asbestos Fibrous Components: Non-Fibrous Components:
No Asbestos Detected 97% Paint
3% Mineral Fragments
Comments:
Batch Number: 05-2039 Ariel Development Inc.
Lab Sample Number: 05011129 A326-0001
. 3100 Airport Way S
Client Sample Number: 1-09
L-1 Pale pinkish beige brittle thick paint
Asbestos Fibrous Components: Non-Asbestos Fibrous Components: Non-Fibrous Components:
No Asbestos Detected 100% Paint
Comments:

Sampled By:  Eric Hartman
-
8/17/2005 o Leitnee B ansor

Received By:  Deitrie Hanson
Reviewed By:  George McCaslin 8/18/2005 Analyzed By: Deitrie Hanson 8/18/2005
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NVLAP LAB CODE 200613-0

330 6th Ave. North, Suite 200 Seattle, WA 98109
OFFICE: (206) 281-8858 FAX: (206) 281-8922

Bulk Asbestos Fiber Analysis

L-2 Silver shiny paint
Asbestos Fibrous Components: Non-Asbestos Fibrous Components: Non-Fibrous Components:
No Asbestos Detected 98% Paint
2% Mineral Fragments
Comments:

Sampled By:  Eric Hartman

. - Vi Z,ég‘ z @mwom./

Received By:  Deitrie Hanson 8/17/2005

Reviewed By: George McCaslin : 8/18/2005 Analyzed By: Deitrie Hanson 8/18/2005
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RCLLC 0002151
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